
 
 

Montana DEQ’s Guidance for Preparing an  
Optimal Corrosion Control Treatment or Source Water Treatment Plan 

 
The Administrative Rules of Montana (ARM) 17.38.203 which adopts 40 CFR 141.80 
and ARM 17.38.208 which adopts 40 CFR 141.81 - 141.83 set Action Levels for lead 
and copper and require that when a public water supply (PWS) exceed a lead or copper 
action level, that PWS must submit an Optimal Corrosion Control Treatment or Source 
Water Treatment Plan to the Department of Environmental Quality (Department) within 
6 months of the Action Level Exceedence.  See Appendix A for 40 CFR 141.81 – 40 
CFR 141.83, bold type and highlights have been added. 
 
PWS must monitor for lead and copper in the source water to determine if there is a 
contribution of the lead or copper from the source water and if there is a need for a 
Source Water Treatment (SOWT) plan.  If it is determined that a SOWT plan is not 
needed, PWS must submit an Optimal Corrosion Control Treatment (OCCT) Plan.  The 
Department can require that a PWS conduct an OCCT Study, which must be completed 
within 18 months of the approval date.  If a Study is not required, the PWS must install 
the recommended corrosion control treatment within 24 months of the approval of the 
OCCT Plan.  OCCT Plans should be prepared by an Engineer due to the complexity of 
the process and that the OCCT Plan may result in the PWS submitting designs and 
specifications to the Department for review and approval before the installation of the 
OCCT. 
 
EPA provides the Revised Guidance Manual for Selecting Lead and Copper Control 
Strategies online at 
www.epa.gov/safewater/lcrmr/pdfs/guidance_lcmr_control_stratageis_revised.pdf.  Other 
tools for selecting an appropriate corrosion control include the Rothbert, Tamburini & 
Windsor Model or the AWWA Desktop Studies for Corrosion Control. 
 
The legal requirements for OCCT are quite specific and can be found in 40 CFR 
141.82(c) in Appendix A.   
 
PWS must evaluate the effectiveness of each of the following treatments and perhaps 
even a combination of each of the following treatments to identify the OCCT for that 
PWS.  Treatments include ALKALINITY and PH ADJUSTMENT, CALCIUM 
HARDNESS ADJUSTMENT, and THE ADDITION OF A PHOSPHATE OR 
SILICATE BASED INHIBITOR.  The Department will no longer approve any OCCT 
than those listed in 40CFR 141.82(c).  Plumbing replacement, POU filters and other 
methods to reduce lead and copper will not be approved by the Department as OCCT, 
however PWS may opt to replace plumbing, fixtures or install POU filters in order to 
reduce lead and copper levels below the action levels in order to “sample out” of 
installing OCCT, see 40 CFR 141.81(b).   
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The PWS shall evaluate each of the corrosion control treatments using either pipe 
rig/loop tests, metal coupon tests, partial-system tests, or analyses based on documented 
analogous treatments with other systems of similar size or water chemistry and 
distribution system configurations.   
 
The PWS shall measure Water Quality Parameters (WQPs) in accordance with ARM 
17.38.216 which adopts 40 CFR 141.87.  WQPs include pH, alkalinity, calcium, 
conductivity, temperature and either a phosphate based inhibitor or silicate based 
inhibitor if either used.  These WQPs and lead and copper must be used to evaluate the 
corrosion control treatments listed above. 
 
The PWS shall identify all chemical or physical constraints that prohibit the use of a 
particular corrosion control treatment and document such constraints.  Documentation 
may include data showing that a particular corrosion control has adversely affected other 
treatment processes when used by another water system, data demonstrating that a PWS 
has previously found that a treatment would adversely affect other water quality 
treatment process. 
 
The PWS shall evaluate the effect of the corrosion control treatment chemicals on other 
water quality treatment processes.  PWS should be aware that the addition of treatment in 
Montana requires that disinfection also must be added as required by ARM 17.38.229.  
PWS should evaluate the effect of disinfection on the corrosion control treatment 
chemicals as part of the OCCT Plan. 
 
Based of the analysis of the data generated during each evaluation the PWS shall 
recommend to the Department in writing the treatment option that the corrosion control 
studies indicate and that will constitute the optimal corrosion control treatment for that 
system. The PWS shall provide a rationale for its recommendation along with all 
supporting documentation specified in 141.82(c) (1) – (5). 
 
Once the Department approves OCCT, the PWS has 24 months in which to install and 
begin treatment.  During that time the PWS must prepare and submit designs and 
specifications to the Department for treatment.  ARM 17.38.101 states that a person may 
not commence construction, alteration, extension or operation, or a public water supply 
system until the applicant has submitted a design report along with the necessary plans 
and specifications for the system to the Department for its review and approval.  These 
design reports, plans and specifications must be prepared and designated by a 
professional engineer in accordance with the format and criteria set forth in Circular 
DEQ-1.  In no way does approving the OCCT Plan void the requirements set forth in 
ARM 17.38.101 and the PWS must meet those requirements prior to installation of the 
equipment necessary for the OCCT Plan.  If you have any questions about these 
requirements, you may contact the Department at 444-4400. 
 
The following pages provide an outline of the suggested format for OCCT Plans. 
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OPTIMAL CORROSION CONTROL TREATMENT PLAN 
SUGGESTED OUTLINE 

 
I. Background 

a. General PWS Setting 
b. Water System Overview 

i. Sources 
ii. Transmission 

iii. Storage 
iv. Distribution 

II. Lead and/or Copper Corrosion 
a. Lead and Copper Rule 
b. Lead and/or Sampling History 
c. Water Quality Parameters/ Corrosivity 
d. Lead and/or Copper Source in PWS (either corrosion of plumbing components or 

source, if source, submit SOWT) 
e. Lead and/or Copper Corrosion Modeling or Flow Charts 

III. Optimal Corrosion Control Treatment Options 
a. Alkalinity and pH Adjustment 

i. Overview of Treatment Alternatives 
ii. Effects on Other Treatment Processes 

iii. Chemical or Physical Constraints that Prohibit the Use 
iv. Cost (optional) 

b. Calcium Hardness Adjustment 
i. Overview of Treatment Alternatives 

ii. Effects on Other Treatment Processes 
iii. Chemical or Physical Constraints that Prohibit the Use 
iv. Cost (optional) 

c. Phosphate or Silicate Based Corrosion Inhibitor 
i. Overview of Treatment Alternatives 

ii. Effects on Other Treatment Processes 
iii. Chemical or Physical Constraints that Prohibit the Use 
iv. Cost (optional) 

IV. Disinfection 
a. Overview of Treatment Alternatives 
b. Effects on Other Treatment Processes 
c. Chemical or Physical Constraints that Prohibit the Use 
d. Cost (optional) 

V. OCCT Recommendations 
a. Select either Alkalinity and pH Adjustment, Calcium Hardness Adjustment, or 

Phosphate or Silicate Based Corrosion Inhibitor 
b. Select a Specific Technology or Chemical and Chemical Specification Sheets 
c. Select a Feed Rate and Target Distribution System Residual or pH 
d. Select a Specific Disinfectant and Specification Sheet with Feed Rates 

VI. Timeline for OCCT Compliance 
VII. Bibliography 

 
Appendices may include lead and copper data, WQP data, Flow Charts, Models, Chemical 
Specification Sheets, Sanitary Surveys, any other documentation. 
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APPENDIX A 
40 CFR 141.81 – 40 CFR 141.83 

 
[Code of Federal Regulations] 
[Title 40, Volume 19] 
[Revised as of July 1, 2002] 
From the U.S. Government Printing Office via GPO Access 
[CITE: 40CFR141.81] 
 
[Page 450-452] 
 

TITLE 40--PROTECTION OF ENVIRONMENT 
  

CHAPTER I--ENVIRONMENTAL PROTECTION AGENCY (CONTINUED) 
  
PART 141--NATIONAL PRIMARY DRINKING WATER REGULATIONS--Table of Contents 
  
Subpart I--Control of Lead and Copper 
  
Sec. 141.81  Applicability of corrosion control treatment steps to small, medium-size and large 
water systems. 
 
    (a) Systems shall complete the applicable corrosion control treatment requirements described 
in Sec. 141.82 by the deadlines established in this section. 
    (1) A large system (serving 50,000 persons) shall complete the corrosion control treatment 
steps specified in paragraph (d) of this section, unless it is deemed to have optimized corrosion 
control under paragraph (b)(2) or (b)(3) of this section. 
    (2) A small system (serving [le]3300 persons) and a medium-size system (serving 3,300 and 
[le]50,000 persons) shall complete the corrosion control treatment steps specified in paragraph (e) 
of this section, unless it is deemed to have optimized corrosion control under paragraph (b)(1), 
(b)(2), or (b)(3) of this section. 
    (b) A system is deemed to have optimized corrosion control and is not required to complete the 
applicable corrosion control treatment steps identified in this section if the system satisfies one of 
the criteria specified in paragraphs (b)(1) through (b)(3) of this section.  Any such system deemed 
to have optimized corrosion control under this paragraph, and which has treatment in place, shall 
continue to operate and maintain optimal corrosion control treatment and meet any requirements 
that the State determines appropriate to ensure optimal corrosion control treatment is maintained. 
    (1) A small or medium-size water system is deemed to have optimized corrosion control if the 
system meets the lead and copper action levels during each of two consecutive six-month 
monitoring periods conducted in accordance with Sec. 141.86. 
    (2) Any water system may be deemed by the State to have optimized corrosion control 
treatment if the system demonstrates to the satisfaction of the State that it has conducted activities 
equivalent to the corrosion control steps applicable to such system under this section. If the State 
makes this determination, it shall provide the system with written notice explaining the basis for 
its decision and shall specify the water quality control parameters representing optimal corrosion 
control in accordance with Sec. 141.82(f). Water systems deemed to have optimized corrosion 
control under this paragraph shall operate in compliance with the State-designated optimal water 
quality control parameters in accordance with Sec. 141.82(g) and continue to conduct lead and 
copper tap and water quality parameter sampling in accordance with Sec. 141.86(d)(3) and Sec. 
141.87(d), respectively. A system shall provide the State with the following information in order  
to support a determination under this paragraph: 
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    (i) The results of all test samples collected for each of the water  
quality parameters in Sec. 141.82(c)(3). 
    (ii) A report explaining the test methods used by the water system  
to evaluate the corrosion control treatments listed in  
Sec. 141.82(c)(1), the results of all tests conducted, and the basis for the system's selection of 
optimal corrosion control treatment; 
    (iii) A report explaining how corrosion control has been installed and how it is being 
maintained to insure minimal lead and copper concentrations at consumers' taps; and 
    (iv) The results of tap water samples collected in accordance with Sec. 141.86 at least once 
every six months for one year after corrosion control has been installed. 
    (3) Any water system is deemed to have optimized corrosion control if it submits results of tap 
water monitoring conducted in accordance with Sec. 141.86 and source water monitoring 
conducted in accordance with Sec. 141.88 that demonstrates for two consecutive 6-month 
monitoring periods that the difference between the 90th percentile tap water lead level computed 
under Sec. 141.80(c)(3), and the highest source water lead concentration is less than the Practical 
Quantitation Level for lead specified in Sec. 141.89(a)(1)(ii). 
    (i) Those systems whose highest source water lead level is below the Method Detection Limit 
may also be deemed to have optimized corrosion control under this paragraph if the 90th 
percentile tap water lead level is less than or equal to the Practical Quantitation Level for lead for 
two consecutive 6-month monitoring periods. 
    (ii) Any water system deemed to have optimized corrosion control in accordance with this 
paragraph shall continue monitoring for lead and copper at the tap no less frequently than once 
every three calendar years using the reduced number of sites specified in Sec. 141.86(c) and 
collecting the samples at times and locations specified in Sec. 141.86(d)(4)(iv). Any such system 
that has not conducted a round of monitoring pursuant to Sec. 141.86(d) since September 30, 
1997, shall complete a round of monitoring pursuant to this paragraph no later than September 
30, 2000. 
    (iii) Any water system deemed to have optimized corrosion control pursuant to this paragraph 
shall notify the State in writing pursuant to Sec. 141.90(a)(3) of any change in treatment or the 
addition of a new source. The State may require any such system to conduct additional 
monitoring or to take other action the State deems appropriate to ensure that such systems 
maintain minimal levels of corrosion in the distribution system. 
    (iv) As of July 12, 2001, a system is not deemed to have optimized corrosion control under this 
paragraph, and shall implement corrosion control treatment pursuant to paragraph (b)(3)(v) of this 
section unless it meets the copper action level. 
    (v) Any system triggered into corrosion control because it is no longer deemed to have 
optimized corrosion control under this paragraph shall implement corrosion control treatment in 
accordance with the deadlines in paragraph (e) of this section. Any such large system shall adhere 
to the schedule specified in that paragraph for medium-size systems, with the time periods for 
completing each step being triggered by the date the system is no longer deemed to have 
optimized corrosion control under this paragraph. 
    (c) Any small or medium-size water system that is required to complete the corrosion control 
steps due to its exceedance of the lead or copper action level may cease completing the treatment 
steps whenever the system meets both action levels during each of two consecutive monitoring 
periods conducted pursuant to Sec. 141.86 and submits the results to the State. If any such water 
system thereafter exceeds the lead or copper action level during any monitoring period, the 
system (or the State, as the case may be) shall recommence completion of the applicable 
treatment steps, beginning with the first treatment step which was not previously completed in its 
entirety. The State may require a system to repeat treatment steps previously completed by the 
system where the State determines that this is necessary to implement properly the treatment 
requirements of this section. The State shall notify the system in writing of such a determination 
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and explain the basis for its decision. The requirement for any small- or medium-size system to 
implement corrosion control treatment steps in accordance with paragraph (e) of this section 
(including systems deemed to have optimized corrosion control under paragraph (b)(1) of this 
section) is triggered whenever any small- or medium-size system exceeds the lead or copper 
action level. 
    (d) Treatment steps and deadlines for large systems. Except as provided in paragraph (b) (2) 
and (3) of this section, large systems shall complete the following corrosion control treatment 
steps (described in the referenced portions of Sections. 141.82, 141.86, and 141.87) by the 
indicated dates. 
    (1) Step 1: The system shall conduct initial monitoring (Sec. 141.86(d)(1) and Sec. 141.87(b)) 
during two consecutive six-month monitoring periods by January 1, 1993. 
    (2) Step 2: The system shall complete corrosion control studies (Sec. 141.82(c)) by July 1, 
1994. 
    (3) Step 3: The State shall designate optimal corrosion control treatment (Sec. 141.82(d)) by 
January 1, 1995. 
    (4) Step 4: The system shall install optimal corrosion control treatment (Sec. 141.82(e)) by 
January 1, 1997. 
    (5) Step 5: The system shall complete follow-up sampling (Sec. 141.86(d)(2) and Sec. 
141.87(c)) by January 1, l998. 
    (6) Step 6: The State shall review installation of treatment and designate optimal water quality 
control parameters (Sec. 141.82(f)) by July 1, 1998. 
    (7) Step 7: The system shall operate in compliance with the State-specified optimal water 
quality control parameters (Sec. 141.82(g)) and continue to conduct tap sampling (Sec. 
141.86(d)(3) and Sec. 141.87(d)). 
    (e) Treatment Steps and deadlines for small and medium-size systems. Except as 
provided in paragraph (b) of this section, small and medium-size systems shall complete the 
following corrosion control treatment steps (described in the referenced portions of 
Sections. 141.82, 141.86 and 141.87) by the indicated time periods. 
    (1) Step 1: The system shall conduct initial tap sampling (Sec. 141.86(d)(1) and Sec. 
141.87(b)) until the system either exceeds the lead or copper action level or becomes eligible 
for reduced monitoring under Sec. 141.86(d)(4). A system exceeding the lead or copper 
action level shall recommend optimal corrosion control treatment (Sec. 141.82(a)) within six 
months after it exceeds one of the action levels. 
    (2) Step 2: Within 12 months after a system exceeds the lead or copper action level, the 
State may require the system to perform corrosion control studies (Sec. 141.82(b)). If the 
State does not require the system to perform such studies, the State shall specify optimal 
corrosion control treatment (Sec. 141.82(d)) within the following timeframes: 
    (i) For medium-size systems, within 18 months after such system exceeds the lead or 
copper action level, 
    (ii) For small systems, within 24 months after such system exceeds the lead or copper 
action level. 
    (3) Step 3: If the State requires a system to perform corrosion control studies under step 
2, the system shall complete the studies (Sec. 141.82(c)) within 18 months after the State 
requires that such studies be conducted. 
    (4) Step 4: If the system has performed corrosion control studies under step 2, the State 
shall designate optimal corrosion control treatment (Sec. 141.82(d)) within 6 months after 
completion of step 3. 
    (5) Step 5: The system shall install optimal corrosion control treatment (Sec. 141.82(e)) 
within 24 months after the State designates such treatment. 
    (6) Step 6: The system shall complete follow-up sampling (Sec. 141.86(d)(2) and Sec. 
141.87(c)) within 36 months after the State designates optimal corrosion control treatment. 
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    (7) Step 7: The State shall review the system's installation of treatment and designate 
optimal water quality control parameters (Sec. 141.82(f)) within 6 months after completion 
of step 6. 
    (8) Step 8: The system shall operate in compliance with the State-designated optimal 
water quality control parameters (Sec. 141.82(g)) and continue to conduct tap sampling 
(Sec. 141.86(d)(3) and Sec. 141.87(d)). 
 
[56 FR 26548, June 7, 1991, as amended at 59 FR 33862, June 30, 1994; 65  
FR 2004, Jan. 12, 2000]
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[Code of Federal Regulations] 
[Title 40, Volume 19] 
[Revised as of July 1, 2002] 
From the U.S. Government Printing Office via GPO Access 
[CITE: 40CFR141.82] 
 
[Page 452-455] 
  

TITLE 40--PROTECTION OF ENVIRONMENT 
 

CHAPTER I--ENVIRONMENTAL PROTECTION AGENCY (CONTINUED) 
 

PART 141--NATIONAL PRIMARY DRINKING WATER REGULATIONS--Table of Contents 
 

Subpart I--Control of Lead and Copper 
  
Sec. 141.82  Description of corrosion control treatment requirements. 
    Each system shall complete the corrosion control treatment requirements described below 
which are applicable to such system under Sec. 141.81. 
    (a) System recommendation regarding corrosion control treatment. Based upon the 
results of lead and copper tap monitoring and water quality parameter monitoring, small 
and medium-size water systems exceeding the lead or copper action level shall recommend 
installation of one or more of the corrosion control treatments listed in paragraph (c)(1) of 
this section which the system believes constitutes optimal corrosion control for that system. 
The State may require the system to conduct additional water quality parameter 
monitoring in accordance with Sec. 141.87(b) to assist the State in reviewing the system's 
recommendation. 
    (b) State decision to require studies of corrosion control treatment (applicable to small and 
medium-size systems). The State may require any small or medium-size system that exceeds the 
lead or copper action level to perform corrosion control studies under paragraph (c) of this section 
to identify optimal corrosion control treatment for the system. 
    (c) Performance of corrosion control studies. (1) Any public water system performing 
corrosion control studies shall evaluate the effectiveness of each of the following treatments, 
and, if appropriate, combinations of the following treatments to identify the optimal 
corrosion control treatment for that system: 
    (i) Alkalinity and pH adjustment; 
    (ii) Calcium hardness adjustment; and 
    (iii) The addition of a phosphate or silicate based corrosion inhibitor at a concentration 
sufficient to maintain an effective residual concentration in all test tap samples. 
    (2) The water system shall evaluate each of the corrosion control treatments using either 
pipe rig/loop tests, metal coupon tests, partial-system tests, or analyses based on 
documented analogous treatments with other systems of similar size, water chemistry and 
distribution system configuration. 
    (3) The water system shall measure the following water quality parameters in any tests 
conducted under this paragraph before and after evaluating the corrosion control 
treatments listed above: 
    (i) Lead; 
    (ii) Copper; 
    (iii) pH; 
    (iv) Alkalinity; 
    (v) Calcium; 
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    (vi) Conductivity; 
    (vii) Orthophosphate (when an inhibitor containing a phosphate compound is used); 
    (viii) Silicate (when an inhibitor containing a silicate compound is used); 
    (ix) Water temperature. 
    (4) The water system shall identify all chemical or physical constraints that limit or 
prohibit the use of a particular corrosion control treatment and document such constraints 
with at least one of the following: 
    (i) Data and documentation showing that a particular corrosion control treatment has 
adversely affected other water treatment processes when used by another water system with 
comparable water quality characteristics; and/or 
    (ii) Data and documentation demonstrating that the water system has previously 
attempted to evaluate a particular corrosion control treatment and has found that the 
treatment is ineffective or adversely affects other water quality treatment processes. 
    (5) The water system shall evaluate the effect of the chemicals used for corrosion control 
treatment on other water quality treatment processes. 
    (6) On the basis of an analysis of the data generated during each evaluation, the water 
system shall recommend to the State in writing the treatment option that the corrosion 
control studies indicate constitutes optimal corrosion control treatment for that system. The 
water system shall provide a rationale for its recommendation along with all supporting 
documentation specified in paragraphs (c) (1) through (5) of this section. 
    (d) State designation of optimal corrosion control treatment. (1) Based upon consideration of 
available information including, where applicable, studies performed under paragraph (c) of this 
section and a system's recommended treatment alternative, the State shall either approve the 
corrosion control treatment option recommended by the system, or designate alternative corrosion 
control treatment(s) from among those listed in paragraph (c)(1) of this section. When designating 
optimal treatment the State shall consider the effects that additional corrosion control treatment 
will have on water quality parameters and on other water quality treatment processes. 
    (2) The State shall notify the system of its decision on optimal corrosion control treatment in 
writing and explain the basis for this determination. If the State requests additional information to 
aid its review, the water system shall provide the information. 
    (e) Installation of optimal corrosion control. Each system shall properly install and operate 
throughout its distribution system the optimal corrosion control treatment designated by the State 
under paragraph (d) of this section. 
    (f) State review of treatment and specification of optimal water quality control parameters. The 
State shall evaluate the results of all lead and copper tap samples and water quality parameter 
samples submitted by the water system and determine whether the system has properly installed 
and operated the optimal corrosion control treatment designated by the State in paragraph (d) of 
this section. Upon reviewing the results of tap water and water quality parameter monitoring by 
the system, both before and after the system installs optimal corrosion control treatment, the State 
shall designate: 
    (1) A minimum value or a range of values for pH measured at each entry point to the 
distribution system; 
    (2) A minimum pH value, measured in all tap samples. Such value shall be equal to or greater 
than 7.0, unless the State determines that meeting a pH level of 7.0 is not technologically feasible 
or is not necessary for the system to optimize corrosion control; 
    (3) If a corrosion inhibitor is used, a minimum concentration or a range of concentrations for 
the inhibitor, measured at each entry point to the distribution system and in all tap samples, that 
the State determines is necessary to form a passivating film on the interior walls of the pipes of 
the distribution system; 
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    (4) If alkalinity is adjusted as part of optimal corrosion control treatment, a minimum 
concentration or a range of concentrations for alkalinity, measured at each entry point to the 
distribution system and in all tap samples; 
    (5) If calcium carbonate stabilization is used as part of corrosion control, a minimum 
concentration or a range of concentrations for calcium, measured in all tap samples. 
 
The values for the applicable water quality control parameters listed above shall be those that the 
State determines to reflect optimal corrosion control treatment for the system. The State may 
designate values for additional water quality control parameters determined by the State to reflect 
optimal corrosion control for the system. The State shall notify the system in writing of these 
determinations and explain the basis for its decisions. 
    (g) Continued operation and monitoring. All systems optimizing corrosion control shall 
continue to operate and maintain optimal corrosion control treatment, including maintaining 
water quality parameters at or above minimum values or within ranges designated by the State 
under paragraph (f) of this section, in accordance with this paragraph for all samples collected 
under Sec. 141.87(d) through (f). Compliance with the requirements of this paragraph shall be 
determined every six months, as specified under Sec. 141.87(d). A water system is out of 
compliance with the requirements of this paragraph for a six-month period if it has excursions for 
any State-specified parameter on more than nine days during the period. An excursion occurs 
whenever the daily value for one or more of the water quality parameters measured at a sampling 
location is below the minimum value or outside the range designated by the State. Daily values 
are calculated as follows. States have discretion to delete results of obvious sampling errors from 
this calculation. 
    (1) On days when more than one measurement for the water quality parameter is collected at 
the sampling location, the daily value shall be the average of all results collected during the day 
regardless of whether they are collected through continuous monitoring, grab sampling, or a 
combination of both. If EPA has approved an alternative formula under Sec. 142.16 of this 
chapter in the State's application for a program revision submitted pursuant to Sec. 142.12 of this 
chapter, the State's formula shall be used to aggregate multiple measurements taken at a sampling 
point for the water quality parameter in lieu of the formula in this paragraph. 
    (2) On days when only one measurement for the water quality parameter is collected at the 
sampling location, the daily value shall be the result of that measurement. 
    (3) On days when no measurement is collected for the water quality parameter at the sampling 
location, the daily value shall be the daily value calculated on the most recent day on which the 
water quality parameter was measured at the sample site. 
    (h) Modification of State treatment decisions. Upon its own initiative or in response to a 
request by a water system or other interested party, a State may modify its determination of the 
optimal corrosion control treatment under paragraph (d) of this section or optimal water quality 
control parameters under paragraph (f) of this section. A request for modification by a system or 
other interested party shall be in writing, explain why the modification is appropriate, and provide 
supporting documentation. The State may modify its determination where it concludes that such 
change is necessary to ensure that the system continues to optimize corrosion control treatment. A 
revised determination shall be made in writing, set forth the new treatment requirements, explain 
the basis for the State's decision, and provide an implementation schedule for completing the 
treatment modifications. 
    (i) Treatment decisions by EPA in lieu of the State. Pursuant to the procedures in Sec. 142.19, 
the EPA Regional Administrator may review treatment determinations made by a State under 
paragraphs (d), (f), or  
(h) of this section and issue federal treatment determinations consistent with the requirements of 
those paragraphs where the Regional Administrator finds that: 
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    (1) A State has failed to issue a treatment determination by the applicable deadlines contained 
in Sec. 141.81, 
    (2) A State has abused its discretion in a substantial number of cases or in cases affecting a 
substantial population, or 
    (3) The technical aspects of a State's determination would be indefensible in an expected 
Federal enforcement action taken against a system. 
 
[56 FR 26548, June 7, 1991, as amended at 65 FR 2004, Jan. 12, 2000] 
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[Code of Federal Regulations] 
[Title 40, Volume 19] 
[Revised as of July 1, 2002] 
From the U.S. Government Printing Office via GPO Access 
[CITE: 40CFR141.83] 
 
[Page 455-456] 
  

TITLE 40--PROTECTION OF ENVIRONMENT 
 

CHAPTER I--ENVIRONMENTAL PROTECTION AGENCY (CONTINUED) 
 

PART 141--NATIONAL PRIMARY DRINKING WATER REGULATIONS--Table of Contents 
 

Subpart I--Control of Lead and Copper 
  
Sec. 141.83  Source water treatment requirements. 
 
    Systems shall complete the applicable source water monitoring and treatment requirements 
(described in the referenced portions of paragraph (b) of this section, and in Sections. 141.86, and 
141.88) by the following deadlines. 
    (a) Deadlines for completing source water treatment steps--(1) Step 1: A system exceeding 
the lead or copper action level shall complete lead and copper source water monitoring (Sec. 
141.88(b)) and make a treatment recommendation to the State (Sec. 141.83(b)(1)) within 6 
months after exceeding the lead or copper action level. 
    (2) Step 2: The State shall make a determination regarding source water treatment (Sec. 
141.83(b)(2)) within 6 months after submission of monitoring results under step 1. 
    (3) Step 3: If the State requires installation of source water treatment, the system shall install 
the treatment (Sec. 141.83(b)(3)) within 24 months after completion of step 2. 
    (4) Step 4: The system shall complete follow-up tap water monitoring (Sec. 141.86(d)(2) and 
source water monitoring (Sec. 141.88(c)) within 36 months after completion of step 2. 
    (5) Step 5: The State shall review the system's installation and operation of source water 
treatment and specify maximum permissible source water levels (Sec. 141.83(b)(4)) within 6 
months after completion of step 4. 
    (6) Step 6: The system shall operate in compliance with the State-specified maximum 
permissible lead and copper source water levels (Sec. 141.83(b)(4)) and continue source water 
monitoring (Sec. 141.88(d)). 
    (b) Description of source water treatment requirements--(1) System treatment recommendation. 
Any system which exceeds the lead or copper action level shall recommend in writing to the State 
the installation and operation of one of the source water treatments listed in paragraph (b)(2) of 
this section. A system may recommend that no treatment be installed based upon a demonstration 
that source water treatment is not necessary to minimize lead and copper levels at users' taps. 
    (2) State determination regarding source water treatment. The State shall complete an 
evaluation of the results of all source water samples submitted by the water system to determine 
whether source water treatment is necessary to minimize lead or copper levels in water delivered 
to users' taps. If the State determines that treatment is needed, the State shall either require 
installation and operation of the source water treatment recommended by the system (if any) or 
require the installation and operation of another source water treatment from among the 
following: Ion exchange, reverse osmosis, lime softening or coagulation/filtration. If the State 
requests additional information to aid in its review, the water system shall provide the 
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information by the date specified by the State in its request. The State shall notify the system in 
writing of its determination and set forth the basis for its decision. 
    (3) Installation of source water treatment. Each system shall properly install and operate the 
source water treatment designated by the State under paragraph (b)(2) of this section. 
    (4) State review of source water treatment and specification of maximum permissible source 
water levels. The State shall review the source water samples taken by the water system both 
before and after the system installs source water treatment, and determine whether the system has 
properly installed and operated the source water treatment designated by the State. Based upon its 
review, the State shall designate the maximum permissible lead and copper concentrations for 
finished water entering the distribution system. Such levels shall reflect the contaminant removal 
capability of the treatment properly operated and maintained. The State shall notify the system in 
writing and explain the basis for its decision. 
    (5) Continued operation and maintenance. Each water system shall maintain lead and copper 
levels below the maximum permissible concentrations designated by the State at each sampling 
point monitored in accordance with Sec. 141.88. The system is out of compliance with this 
paragraph if the level of lead or copper at any sampling point is  
greater than the maximum permissible concentration designated by the State. 
    (6) Modification of State treatment decisions. Upon its own initiative or in response to a 
request by a water system or other interested party, a State may modify its determination of the 
source water treatment under paragraph (b)(2) of this section, or maximum permissible lead and 
copper concentrations for finished water entering the distribution system under paragraph (b)(4) 
of this section. A request for modification by a system or other interested party shall be in 
writing, explain why the modification is appropriate, and provide supporting documentation. The 
State may modify its determination where it concludes that such change is necessary to ensure 
that the system continues to minimize lead and copper concentrations in source water. A revised 
determination shall be made in writing, set forth the new treatment requirements, explain the 
basis for the State's decision, and provide an implementation schedule for completing the 
treatment modifications. 
    (7) Treatment decisions by EPA in lieu of the State. Pursuant to the procedures in Sec. 142.19, 
the EPA Regional Administrator may review treatment determinations made by a State under 
paragraphs (b) (2), (4), or (6) of this section and issue Federal treatment determinations consistent 
with the requirements of those paragraphs where the Administrator finds that:    (i) A State has 
failed to issue a treatment determination by the applicable deadlines contained in Sec. 141.83(a), 
    (ii) A state has abused its discretion in a substantial number of cases or in cases affecting a 
substantial population, or 
    (iii) The technical aspects of a State's determination would be indefensible in an expected 
Federal enforcement action taken against a system. 
 


